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委托单位/Client : 金东纸业（江苏）股份有限公司

Gold East Paper (Jiangsu) Co.,Ltd
地 址/Address : 中国江苏省镇江市大港兴港东路 8号

No.8 Xing Gang East Road, Dagang,Zhenjiang, Jiangsu China.

以下样品信息由申请人提供及确认:
The sample(s) information below is/are provided and confirmed by client:

样品名称/Sample Name : 铜版纸/ART PAPER

接样日期/Receiving Date : 2025/01/15

检测项目/Test Item : 石棉/Asbestos

结 论/Conclusion : 申请人所提供样品的测试结果符合 REACH法规(EC) NO.1907/2006
的附件 XVII及其修正案 NO.552/2009的要求。/ Based on the analysis
of the submitted sample, the results meet the requirements of
REACH Regulation (EC) No.1907/2006 Annex XVII and its
amendments No.552/2009.
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1、测试标准/Test Standard
参考 REACH法规/Refer to REACH

2、测试日期/Test Date
2025/01/21-2025/01/22

3、测试设备/Test Equipment
设备名称

Test Equipment
设备编号

Equipment Number
校准有效期

Calibration Period of Validity
偏光显微镜

PLM
M-1-630 2025/06/06

4、测试结果/Test Result
检测项目

Test Items
CAS NO.

检测结果

Test Result
限值*

Limited Value

青石棉/ Crocidolite 12001-28-4
阴性

Negative

禁用

Prohibited

铁石棉/ Amosite 12172-73-5
阴性

Negative

直闪石/ Anthophyllite 77536-67-5
阴性

Negative

阳起石/ Actinolite 77536-66-4
阴性

Negative

透闪石/ Tremolite 77536-68-6
阴性

Negative

温石棉/ Chrysotile 12001-29-5
阴性

Negative
注意/Remark : *报告中述及的法规限值根据是 REACH法规(EC) NO.1907/2006的附件 XVII及其修正案

NO.552/2009的要求。/The Limits are based on the requirements of REACH Regulation (EC)
No.1907/2006 Annex XVII and its amendments No.552/2009.

备注

/Note :
1) 参考 ISO 22262-1:2012, 采用偏光显微镜进行检测。

With reference to ISO 22262-1:2012, analysis was performed by PLM.
2) 阴性=未检出/Negative=not detected

检测部位描述/TEST PART DESCRIPTION: 非金属/Non-metal
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5、样品照片/Sample photo(s)

……………报告结束/End of Report……………
本报告中结果仅作为科研、教学或内部质量控制之用。

Test results in this report are only used for scientific research, teaching and internal quality control.
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