UTE ssen wom g =
TEST REPORT

WEHE (No.) :UTS25120107M05 R HEA (Report Date) : 2025/12/12

ZHE A7 /Client D Bl TR R IRA A B L SR TR A IRA F
KUNSHAN ANPUQI ENGINEERING PLASTICS CO.,LTD/
KUNSHAN JINCAIDA ENGINEERING PLASTICS CO., LTD
i hb/Address o BT ikis R 15 5
No.15, jujin Road,Zhangpu Town,Kunshan City

LA R i 15 USRI 3R B A

The following sample(s) was/were submitted and identified on behalf of the client as:

¥ 5 44 ¥7/Sample Name ;. ¥RLRL/Plastic Pellets

¥ Kl/Material : PC Hf/PC white

A 5/Model - 2L N —Ti/Please refer to next page(s)

2 #E H /Receiving Date : 2025/12/08

K 11 H /Test Item : RoHS 2.0 & j#/Halogen

45 i&/Conclusion LT IR R il (e I 45 SR AT BR B RoHS 54 2011/65/EU = 11

M HAZITH6 4 (EU)2015/863 FIFR{EE Sk . /Based on the analysis of the
submitted sample, the results meet the requirements of EU RoHS
Directive 2011/65/EU Annex II and its amending Directive
(EU)2015/863.

2. HE N T LR S AR I 25 SR A5 & IEC 61249-2-21:2003 223K .
/Based on the analysis of the submitted sample, the results meet the
requirements of IEC 61249-2-21:2003.

B ¥ I 1]
Reviewed by ‘E 1 Prepared by (%ﬁ
0k

E rEREs

Page 1 of 6

This Test Report is issued by the Company subject to its General Conditions of Service printed overleaf or available on request. Attention is drawn to the limitations of liability,
indemnification and jurisdictional policies defined therein. The results shown in this Test report refer only to the sample(s) tested unless otherwise stated This test report shall
not be reproduced, except in full, without written approval of the Company. A< 5 4% A 20 &) Bl a2 2 38 R 55 2 2 bl R 19 B AR S o US4k 3k, AR A 2 3L
% it EEEBUAMINE, 2RI A AT R BRAESA U, AR SOSREE RS, REVER, A SRS

YL PRI BR BR 575 PRA B UNITED TESTING_ SERVICES (JIANGSU) CO.. LTD.
Hudike J5RH T 5 R X R ATE AL 505 308 215021 Address: Building 3, No.50 Beiguandu Road, Wuzhong Zone, Suzhou, Jiangsu, China , 215021
Hif (Tel) : +0512-66358200 fLH (Fax) : +0512-66358088
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WEHE (No.) :UTS25120107M05 R HEA (Report Date) : 2025/12/12

LA R 15 JE o T 3R B KA

The following sample(s) was/were submitted and identified on behalf of the client as:

4kl /Material #1 2 /Model

PC-110(A1534-61+0.05%TSR9000),PC-122(A1423-61,A1403-61,A1
438-61,A1462-61,A1465-61),945U(A1276-61,A1277-61,A1308-61,
A1466-71,A1449-61,A1463-61,A2364-61),L-1225Y(A1365-61),121R
(A2362-61),143R(A1406-61),FPR3500,MN3700,MN3600H,LN2520A,
BPL1000,EXL1330,EXL1414,L1225Y(A1365-61),L-1225L,L.-1225Z,1.12
50Y,L1250Z,500R,1000R,121,121R,141R,143R,1003R,221R(A1461-61)
,241R,940,940A,945,945(A1396-61,A1462-61,A1228-61,A1449-61,A

PC Hf/PC white 1488-61,A1500-61,A1504-61,A1506-61,A1507-61,A1195-61,A1515
-61,A1516-61,A1524-61,A1552-61),945A,945U(A1276-61,A1277-6
1,A1308-61,A1463-61,A1466-61,A1525-61,A1552-61),915R,923,94

3,9330,2405,2407,2628,2665,2805(A1468-61),2807,2858,6555,6557,
6600(A1551-61),9415,IR1900,IR1700,IR2200,URZ2501,3015NF,EF100
6F,GN1002FM,GN1008FM,SC1100R,SC1060P,SC1060U,S2000UR,S20
01R,S3000UR,S3001R,PC+10%GF,PC+20%GF,PC+30%GF.122
(A1572-61) ) PC+PBT203 G30 BK /black,9425,9417,2447 EXL1414T

1. IR FRiETest Standard(s)
IEC62321-5:2013;IEC62321-4:2013+AMD1:2017CSV;IEC62321-7-2:2017;IEC62321-6:2015;
IEC62321-8:2017; EN 14582:2016

2. ik H i/ Test Date(s)
2025/12/09-2025/12/10

3. MK ¥ 4%/ Test Equipment(s)

IR 2N WS REHEAT 2]
Test Equipment Equipment Number Calibration Period of Validity
AT > Pk 2 st £
SR TR HX M-1-584 2025/12/14
ICP-OES
=¥ 5] ni R PN V2 = =
%\%—'Uhﬁj_[ﬁjlﬁgﬁ M-1-622 2025/12/12
UV-vis
AR B 5 R I R X
M-1-583 2025/12/14
GC-MS
AR B 5 B I X
M-1-582 2025/12/14
GC-MS
- SN
%%%mu E-1-1038 2026/11/21
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TEST REPORT

EHS (No.) :UTS25120107M05 k& HE (Report Date) :2025/12/12

4. MRLE F/Test Result(s)

4.1 RoHS 2.0
Wl T Kl g7 ﬁ/zﬁﬂi‘gﬁlﬂ PR %ﬂﬂﬂéﬁ% ?z*:%{”u BEE*
Test Items Methods esults Lipds
(mg/kg) (mg/kg) (mg/kg)
#Y/Pb M1 2 N.D. 1000
#alCd 2 N.D. 100
ZKk/Hg M2 2 N.D. 1000
ISR ICr (V1) M3 8 N.D. 1000
—RERK/Monobromobiphenyl (MonoBB) 5 N.D. -
R /Dibromobiphenyl (DIiBB) 5 N.D. ---
—{REZK/Tribromobiphenyl (TriBB) 5 N.D. -
VU X 2K [ Tetrabromobiphenyl (TetraBB) b N.D. -
TR BEZ/Pentabromobiphenyl (PentaBB) 5 N.D. -
7N B 7K /Hexabromobiphenyl (HexaBB) 5 N.D. -
LR ¢ 7 /Heptabromobiphenyl (HeptaBB) 5 N.D. -
J\JREXZE/Octabromobiphenyl (OctaBB) 5 N.D. -
JLIRBEZ/Nonabromobiphenyl (NonaBB) 5 N.D. -
-+ B /Decabromobiphenyl (DecaBB) 5 N.D. --
R Z K S Total PBBs sum of above Ma N.D. 1000
— R — 2K ¥ /Monobromodiphenyl ether (MonoBDE) 5 N.D. --
¥R —ZK#/Dibromodiphenyl ether (DIBDE) 5 N.D. -
=R~ K/ Tribromodiphenyl ether (TriBDE) 5 N.D. -
VYR — 2Kk Tetrabromodiphenyl ether (TetraBDE) 5 N.D. -
F1.7] — 2Kk /Pentabromodiphenyl ether (PentaBDE) 5 N.D. -
75N1R — 2K lik/Hexabromodiphenyl ether (HexaBDE) 5 N.D. -
+7] — 2K Mik/Heptabromodiphenyl ether (HeptaBDE) 5 N.D. -
J\IR — K /Octabromodiphenyl ether (OctaBDE) 5 N.D. -
JLIR — K #/Nonabromodiphenyl ether (NonaBDE) 5 N.D. -
+R — 2K fi#/Decabromodiphenyl ether (DecaBDE) 5 N.D. -
R Z 95 2Kk S R Total PBDESs sum of above N.D. 1000
LR2K — H iR — T [ig/Dibutyl Phthalate (DBP) 30 N.D. 1000
LR —HR ] FFEfE/Benzylbutyl Phthalate » ND. Moo
(BBP) M5
A2 —HIR (-2 23 B 30 < 1000
/Di-(2-ethylhexyl)Phthalate (DEHP)
5% — W ¥ — 5 T lig/Diisobutyl phthalate(DIBP) 30 N.D. 1000
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TR /Remark @ * e ik e 17 BR (A AR 2 B B RoHS 454 2011/65/EU 5% 1T K HARITH5 4
(EU)2015/863 I{I[R{EZ3K . /The Limits are based on the requirements of EU RoHS Directive 2011/65/EU
Annex II and its amending Directive (EU)2015/863.

4.2 Xz /Halogen

e 0 wrg | R R o -
Test Items Methods (mg/kg) (mg/kg) (malka)
F/Fluorine (F) 30 3105.56 ---
/Chlorine (CI) 30 N.D. 900
#/Bromine (Br) M6 30 N.D. 900
filt/lodine (1) 30 N.D. -
#.it/Total (CI+Br) N.D. 1500

i /Remark : ** 455 ik & i FRAE AR 42 /2 IEC 61249-2-21:2003 [f1%:k . /The Limits are based on the
requirements of IEC 61249-2-21:2003.

%VE
/Note :

“-" = KB E/Not Regulated.

N.D. = R, /N7 fR/Not detected, less than MDL.

M1: 2% |EC 62321-5: 2013, KA HUBH G & 5 TR SHOCIEOGHEAT I E o

With reference to IEC 62321-5: 2013, analysis was performed by ICP-OES.

M2: 2% |EC 62321-4: 2013+AMD1: 2017CSV, K FH FBAE A 55 B8 1M R 5 e itk AT I &
With reference to IEC 62321-4: 2013+AMD1: 2017CSV, analysis was performed by
ICP-OES.

M3: 2% IEC 62321-7-2: 2017, KA L HM-1] WA 66 B THEA T 5

With reference to IEC 62321-7-2: 2017, analysis was performed by UV-Vis.

M4: 2% |EC 62321-6: 2015, KA € ii- 5T i B A AT I €

With reference to IEC 62321-6: 2015, analysis was performed by GC-MS.

M5: 2% |EC 62321-8: 2017, K AH € ii- 5T i 1 A AT I €

With reference to IEC 62321-8: 2017, analysis was performed by GC-MS.

M6: 2% EN 14582: 2016, K& EiiE(1C) AT R .

With reference to EN 14582: 2016, analysis was performed by IC.

K47 154/ TEST PART DESCRIPTION: HE4:J&/Non-metal

YDA BB AR B 555 [ AR
Mk J5H T S GBS L B 50 5 3 215021
HiE (Tel) : +0512-66358200
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H

Ky FE E/FLOW CHART

1. Pb. Cd. Hg #ill/Test for Pb, Cd, Hg Content

=
[=]

PR IR L BTV A e
/Weigh sample into a
digestion vessel.

3

TONGE S TR A IR
/Add suitable digestion
acid into the vessel.

=

T PR T AR RS T
fift & 5¢ 4=/Digest sample
completely in microwave.

41

BT RO
1A/ Analyzed
by ICP-OES.

B TFKER
/Make up with
deionized water.

-

U LU 7% R ARRG 1 () R =i P /Transfer
the digestive solution into a suitable volumetric

flask.

2. 508 Cr (VDD #:ill/Test for Chromium (VI) Content

FRFEE T s
/Weigh sample into
digestion vessel.

)

TMNTE AR, BT 2 R
i A fiR/Add appropriate
amount of digestion reagent
and digest with microwave.

n

0, R g pH (B 2 7.5
+ 0.5/Cool, filter then adjust
the pH of the filtrate to
7.520.5.

L1

£ 540nm AL AT

UV ¢ gt ill/Measure
the absorbance at
540nm by UV-Vis.

-

I, o 70) CanAg FUARERITIE e i 38D , IR pH (1A % 2.0£0.5,
B 2 5 B b IE € 5/Add indicator ( if there is emulsion or
sedimentation, filtrate.) and adjust the pH to 2.0+0.5. Transfer to a
suitable volumetric flask and make up.

3. ZIREOR& L IR R FNILE 2K — HHERFE#] /Test for PBBs&PBDESs and Phthalates

FRFE I B T ERE
1 /Weigh sample in a
circinal flask.

GC-MS 134
/Analyzed by
GC-MS.

IR, G H
/Extracted with
organic Solvent.

FRFE A o AR A e B 4 2
HU/Dilute or concentrate
extracted solution.

{1

3 2mL HHLNE
/Transfer an appropriate
portion to autosampler vial.

F 0.45 CKJEM I JE A B
[Filter the extracted solution
with 0.45um filter.

TLHA R RE AR ZERAT

Hihik: FRJH TR P XGBRR AT L % 505 3 215021

i (Tel) : +0512-66358200
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4. pqZKill/Test for halogen Content

R HEY (Report Date) :2025/12/12

PRAE 4

BT
/Weigh sample
in a burning dish.

FESA IR BERE A 20ml
WAL /A 20m
|:> absorbent solution to the
oxygen cartridge.

R BN AR T,

Rk IRBEIOxygen is filled

|:> into the oxygen cartridge,
ignition combustion.

Y

BT (B T
/Analyzed by ion
chromatography.

FHWRMST 5

absorbent solvent.

e A ¢]
/Make up with

R IRV H) 22 2 IR, RSO
NI B F /When the oxygen
cartridge is cooled, the absorbent
solvent is transferred into the flask.

5. ¥ 58 Fr/Sample photo(s)
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Test results in this report are only used for scientific research, teaching and internal quality control.

TLHA R RE AR ZERAT

Hihik: FRJH TR P XGBRR AT L % 505 3 215021

1% (Tel) : +0512-66358200
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